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The sample was submitted by client with the

CLIENT

ADDRESS

TYPE OF SAMPLE

DATE OF RECEIVED

TEST REQUIRED

DESCRIPTION OF SAMPLE

SAMPLE IDENTIFICATION

DATE OF ANALYSIS

YOUR REFERENCE
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SUCTfFIJ\!BC3
lssuing Office:

Jl. Arteri Tol Cibitung No. '1, Cibitung Bekasi 17520, lndonesia
Phone/Facs: +62 21 88321176/88321 1 66

Email: afakhrudin@sucofl ndo.co.id

REPORT OF ANALYSIS

following identification :

ANEKA SUMBERBUMI JAYA, PT.

Jl. Laks. Malahayati No. 17 / 2B
Telukbetung Selatan.
BANDAR LAMPUNG.

LIME STONE.

06t02t2017.

Chemical Analysis.

Form : Boulder.
WeighWolume:+2.65k9.
Packing : Plastic bag.

Code: Batu Branti.

0610212017 to 1310212017 .

Parameter Unit Results Method

lron Trioxide (Fe2O3) Yo 0.03 ASTM c 25-2006
Aluminium Trioxide (Al2O3) % 0.04 ASTM C 25-2006
Calcium Oxide (CaO) % 55.1 0 ASTM C 25-2006
Calcium Carbonate (CaCOs) Yo 98.39 ASTM C 25-2006
Magnesium Oxide (MgO) o/o 0.52 ASTM C 25-2006
Magnesium Carbonate (MgCOa) o/o 1.08 ASTM C 25-2006
Manganese Dioxide (MnOz) % Less than 0.01 ASTM C 25-2006
Chromium Trioxide (Cr2O3) % Less than 0.01 ASTM C 25-2006
Sodium Oxide (Na2O) o/o 0.03 ASTM C 25-2006
Potassium Oxide (K2O) % Less than 0.01 ASTM C 25-2006
Silicon Dioxide (SiO2) % 0.23 ASTM C 2s-2006
Titanium Dioxide (Ti02) % Less than 0.01 ASTM C 25-2006
Moisture Content (MC) %, AR Less than 0.01 ASTM C 25-2006
Note :AR (As Received Basis).
This Certificate/report is issued under our General Terms and Conditions, copy of which is available upon requi
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re accessed at www.sucofi ndo.co.id

Djoko Julianto


